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DAC 25-2140 (4-85) DPM/QPL REQUEST 
DPM NO. ____ _ 

;,: OMS QPL NO. -=2;;;;;...;;..288.;;;.__ __ 
NEW8 REV.D DATE: 12-11-87 ENGINEER G. R. Bonnar ~· ISSUE NO. ___ 1 __ _ 

FIBER REINFORCED EPOXY PREPREG, 250°F CURE * See General Notes 0° 4B 200°F 6 mos (1) 

GENERAL TITLE SPEC. OR CLASS ST. TEMP. TOX. FL. PT. SHELF LIFE LABEL 
I 

DAC CODE NO. 2288-llA ;-12A ;-21B ,c ,D ;-22B ,C 'D ;-31 E 'F ;-32E 'F ;-33E, F ;-34E 'F ;-45H; 045G 

P.O. NOTES: P.O. TO SPECIFY Weight, nominal width, refrigerated transportation. 

GEN. NOTES: Note. 1. Material', shall be stored at 0°F for 6 months after receipt. Recertify per DMQR No. 1308. 
*Spec. Type 1, Class 1 & 2, Grade A; Type 2, Class 1 & 2, Grades B, C, & D; Type 3, Class 1, 2, 3, & 4, Grades E & F; 
Type 4, Class 5, Grade H; Type 4, Class 6, Grade G. 
USED BY DPS: ___ 1_._62_4;_1_._62_4-_3_. ____________________________________________________ ___ 

MANUFACTURER'S NAME CITY, SfATE 
I. Hexcel Corp. Livermore, CA 
2. 
3. 
4. 
5. 
6. (see back) 

LAB REPORT NUMBER:_M_o_c-_J_19_78 __ &_1_97_9 _________________ _ 
REASON. FOR REQUEST: Completed Qualification program that 

approves material for use on commercial & military aircraft. 
'' 

SPECIFY CHANGE(S) MADE: new SPECIFY CHANGE(S) MADE: __:.:.n.::..:..:ew:___ _______ _ 

~~~=:~!>il~ DYES ONO 

MFR.'S DESIGNATION 
T2L145-12 11 F522-2 (TX 1 ,Cl 1&2, Gr A 
W3L282-42 1~' F522-1 (Ty 2, 0 1&2, Gr B) 
F3L433-42 11 F522~1 (Ty ~. Cl 1&2, Gr C) 
F~[5S~-~2 11 ~522-I (Ty 2, C1 1~2, Gr 0} 
7720-38 11 552-1 {Ty 3, Cl 1,2,3,&4, Gr E} 
7781-38 11 522-1 {Ty 3, Cl 1,2,3,&4, Gr F} 

CHANGE INFO. REQ'D 
DPM LIST I I 

HI~ ~ S LIS I I 

ALPHABETICAL LIST cZ] 
NUM. VENDOR# LIST I v-( 
SPEC. CROSS INDEX I I 
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